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BATOPILAS PROJECT 

Full List of the Results of the 2020 Exploration Program at Batopilas  
(Released February 4, 2021) 
 

Detailed Results by Area:  

Trench sampling: 

Trench 1 (Road 1): 11 samples collected; all rock chip samples 

Trench 2 (Road 1): 18 samples collected, 5 soil samples, 13 rock chip samples      

Trench 3 (Path 1): 22 samples collected, 6 soil samples, 16 rock chip samples  

(Total trench samples: 51) 

Rock chip sampling:  

217 samples collected 

 

Sample results: 

Trench 2: 

• Sample 133105: 56.30 g/t Ag, 1.0 m soil sample 

• Sample 133106: 120 g/t Ag, 1.0 m soil sample 

• Sample 133107: 305 g/t Ag, 1.0 m channel sample 

• Sample 133108: 662 g/t Ag, 0.50 m channel sample 

• Sample 133110: 42.00 g/t Ag, 1.0 m channel sample 

• Sample 133111: 221 g/t Ag, 1.0 m channel sample 

• Sample 133112: 989 g/t Ag, 1.0 m channel sample 

• Sample 133113: 841 g/t Ag, 1.0 m channel sample 

• Sample 133115: 50.30 g/t Ag, 1.0 m channel sample 
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• Sample 133116: 176 g/t Ag, 1.0 m channel sample 

• Sample 133117: 2,060 g/t Ag, 1.0 m channel sample 

• Sample 133118: 36.00 g/t Ag, 0.70 m channel sample 

• Sample 133119: 18,078 g/t Ag, 0.10 m channel sample, bonanza zone in veinlets 

of Cc-Qz with acanthite and native silver 

• Sample 133120: 2,880 g/t Ag, 0.05 m channel sample 

Trench 3: 

• Sample 133149: 46.70 g/t Ag, 1.0 m channel sample 

• Sample 1331: 34.70 g/t Ag, 0.20 m channel sample 

• Sample 133164: 42,306 g/t Ag, 0.25 m channel sample, bonanza zone with native 

silver veinlets and native silver plates weighing up to 1.5 kg. 

 

High-grade silver rock chip samples: 

Teodoro target 

• Sample 133088: 74.00 g/t Ag, Dump 

• Sample 133093: 35.70 g/t Ag, 0.20 m channel sample 

• Sample 133095: 50.60 g/t Ag, 0.20 m grab sample 

 

San Martin target 

• Sample 133068: 136 g/t Ag, 0.10 m channel sample 

• Sample 133172: 6,320 g/t Ag, .020 m channel sample, collected in San Martin 

vein in second level. 

• Sample 133173: 2,060 g/t Ag, 0.15 m channel sample, taken on San Martin vein 

in the second level, on NW final part of the tunnel, new sample. 

• Sample 133174: 44.60 g/t Ag, 0.10 m channel sample 
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Santo Domingo target 

• Sample 133178: 1,510 g/t Ag, 0.05 m channel sample 

 

Animas Target 

• Sample 133071: 310 g/t Ag, 0.10 m channel sample 

• Sample 133072: 400 g/t Ag, 0.20 m channel sample 

• Sample 133073: 671 g/t Ag, 0.20 m channel sample, Calcite vein in Animas road 1 

Cobriza target 

• Sample 133137: 414 g/t Ag, 1.8 m grab sample, collected in Cobriza NE vein. 

Road 1 target 

• Sample 109270: 65.90 g/t Ag, 0.25 m grab sample 

• Sample 133168: 191 g/t Ag, 0.20 m channel sample 

• Sample 133169: 405 g/t Ag, 0.20 m channel sample 

• Sample 133170: 186 g/t Ag, 0.10 m channel sample 

Road 2 target 

• Sample 133186: 76.90 g/t Ag, 0.05 m channel sample 

• Sample 133188: 49.30 g/t Ag, 0.20 m channel sample 

• Sample 133211: 37.40 g/t Ag, 0.30 m channel sample 

• Sample 133212: 97.00 g/t Ag, 0.35 m channel sample 

• Sample 133215: 34.00 g/t Ag, 0.12 m channel sample 

Road 3 target 

• Sample 109255: 44.70 g/t Ag, 0.20 m grab sample 

• Sample 109257: 88.30 g/t Ag, 0.20 m grab sample 

• Sample 133247: 46.80 g/t Ag, 0.31 m channel sample 
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X target 

• Sample 109282: 69.40 g/t Ag, 0.001 m grab sample 

• Sample 109348: 75.60 g/t Ag, 0.65 m grab sample 

• Sample 109351: 75.60 g/t Ag, 0.0033 m grab sample 

• Sample 109378: 56.80 g/t Ag, 3.00 m channel sample 

• Sample 133136: 255 g/t Ag, 1.00 m grab sample 

High-grade gold rock chip samples: 

Teodoro target 

• Sample 133087: 3.34 g/t Au, dump sample 

• Sample 133088: 15.40 g/t Au, dump sample 

• Sample 133089: 0.539 g/t Au, 0.60 m channel sample 

• Sample 133090: 21.4 g/t Au, 0.20 m channel sample 

• Sample 133091: 15.2 g/t Au, 0.70 m channel sample at the bottom of the 

Teodoro's vein 

• Sample 133092: 0.237 g/t Au, 0.40 m channel sample 

• Sample 133093: 18.35 g/t Au, 0.20 m channel sample, collected in Teodoro's vein, 

mine 2 

• Sample 133094: 3.77 g/t Au, 0.70 m channel sample 

• Sample 133095: 16.4 g/t Au, dump sample, taken in the silicified structure of 

Teodoro's vein, mine 2 

Orochi target 

• Sample 109247: 16.90 g/t Au, 0.15 m channel sample, in Orochi vein, twin vein of 

133250. 

• Sample 109249:  7.82 g/t Au, 0.20 m channel sample, in old small adit Orochi vein  

• Sample 109251:  5.71 g/t Au, 0.20 m petro sample, in Orochi vein, in upper outcrop 

of old adit. 
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• Sample 133250: 12.4 g/t Au, 0.20 m channel sample, in Orochi vein, possible 

continuation of Teodoro´s vein. 

Road 1 target 

• Sample 109266: 0.136 g/t Au, 0.50 m grab sample 

• Sample 109268: 0.152 g/t Au, 0.12 m grab sample 

Road 2 target 

• Sample 133185: 0.240 g/t Au, 0.10 m channel sample 

• Sample 133192: 0.393 g/t Au, 0.08 m channel sample 

• Sample 133206: 0.411 g/t Au, 0.10 m channel sample 

• Sample 133214: 0.370 g/t Au, 0.15 m channel sample 

• Sample 133222: 0.300 g/t Au, 0.20 m channel sample 

• Sample 133223: 0.285 g/t Au, 0.25 m channel sample 

• Sample 133224: 0.122 g/t Au, 0.10 m channel sample 

Road 3 target 

• Sample 109250: 5.44 g/t Au, 0.30 m grab sample, in road 3 close to Orochi mine 

22 m to SW, different vein. 

• Sample 109252: 0.447 g/t Au, 0.30 m grab sample 

• Sample 109254: 2.98 g/t Au, 0.25 m grab sample 

• Sample 109255: 0.712 g/t Au, 0.20 m grab sample 

• Sample 109257: 1.18 g/t Au, 0.20 m grab sample 

• Sample 109258: 0.208 g/t Au, 0.30 m grab sample 

• Sample 109259: 0.164 g/t Au, 0.40 m grab sample 

• Sample 133098: 0.593 g/t Au, 0.15 m grab sample 

• Sample 133231: 0.431 g/t Au, 0.15 m channel sample 

• Sample 133232: 12.9 g/t Au, 0.20 m channel sample, collected on intense FeOx 

vein in road 3. 
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• Sample 133236: 0.558 g/t Au, 0.15 m channel sample 

• Sample 133239: 1.03 g/t Au, 0.20 m channel sample 

• Sample 133240: 0.276 g/t Au, 0.20 m channel sample 

• Sample 133241: 0.212 g/t Au, 0.20 m channel sample 

• Sample 133243: 1.02 g/t Au, 0.10 m channel sample 

• Sample 133244: 0.160 g/t Au, 0.15 m channel sample 

• Sample 133245: 0.614 g/t Au, 0.20 m channel sample 

• Sample 133247: 2.03 g/t Au, 0.31 m channel sample 

• Sample 133248: 18.3 g/t Au, 0.15 m channel sample, taken in road 3, close Orochi 

Mine, 15 cm wide, on strong Hm, Lm, jarosite and goethite. 

• Sample 133249: 3.24 g/t Au, 0.12 m channel sample 

X target 

• Sample 109275: 0.133 g/t Au, 0.15 m grab sample 

• Sample 109276: 0.121 g/t Au, 0.80 m grab sample 

• Sample 109277: 0.105 g/t Au, 0.15 m grab sample 

• Sample 109284: 0.116 g/t Au, 0.20 m grab sample 

• Sample 109289: 0.112 g/t Au, 0.15 m grab sample 

• Sample 109348: 0.146 g/t Au, 0.65 m grab sample 

• Sample 109361: 0.124 g/t Au, 0.25 m grab sample 

• Sample 109373: 0.126 g/t Au, 0.20 m grab sample 

• Sample 133080: 1.13 g/t Au, 0.15 m grab sample 

• Sample 133098: 0.593 g/t Au, 0.15 m grab sample 

• Sample 133136: 0.142 g/t Au, 1.00 m grab sample 

 

In total of this campaign, 10 different veins were found including the Teodoro’s 

and Orochi Mine veins with gold above 1 g/t. 
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Gossan zone: 

• Sample 133136: 255 g/t Ag, with 0.142 g/t Au, on a Gossan zone with strong 

Intense pervasive FeOx, also some clays, and bleached patches, sample taken on 

a random area in the gossan. The Gossan Zone has an area of 2800 square meters. 

Sampling Locations of the 2020 Exploration Program at the Batopilas Project. 

 

Below is an annex with photographs of the specimens of the different types of 

native silver crystals found in the trenches at the Batopilas Project. 

 

 

 

 

 

 

 



8 
 

Annex 

 

Native silver crystal (plate form), 21.00 cm long by 11.80 cm wide, and an 

approximate weight of 1,251 gr. 
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Native silver crystal (plate form), 16.00 cm long by 13.50 cm wide, and an 

approximate weight of 1,160 gr. 
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Native silver crystal (plate form), 15.00 cm long by 7.00 cm wide, and an approximate 

weight of 454 gr. 
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Native silver crystal (spiky form), 8.00 cm long by 5.00 cm wide, and an approximate 

weight of 40 gr. 
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Native silver crystal (herringbone form), 5.00 cm long by 2.5 cm wide, and an 

approximate weight of 17 gr. 
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Native silver crystal (herringbone form), seen under the magnifying glass (14X), 2.00 

cm long by 1.00 cm wide, and an approximate weight of 19 gr. 
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Float native silver crystal (massive form), seen under the magnifying glass (14X), 

1.15 cm long by 1.00 cm wide, and an approximate weight of 25 gr. 

 

 

 


